PHU LUC
ATTACHMENT

Phong thi nghiém: Phong KCS
Laboratory KCS Department
Co quan chu quan: Cong ty Cb phan Xi ming va Xy dung Quéang Ninh

Holding organization: Quang Ninh Cement and Construction Joint Stock Company

Linh vyec: Thir nghi¢m Vit Li¢u Xidy Dung, Hoa hoc
Field of testing: Civil - Engineering, Chemical Testing

Ngudi phu trach/ Representative: Luu Thi Lan Anh
Ngudi c6 thdm quyén ky/ Approved signatory:

TT Ho va tén/Full name Pham vi dwge ky/Scope

Tét ca cac phép thir dugc cong nhan

1. | Ngé Hiru The All accredited tests

Tét ca cac phép thir dugc cong nhan

. | Luu Thi h
2 wu Thi Lan An All accredited tests

Tét ca cac phép thir dugc cong nhan

. & i h
3. | Nguyén Thj Than All accredited tests

S6 hiéu/Code: VALAS 153
Hiéu luc céng nhan/ Period of Validation: 20/8/2029

Dia chi vin phong/Headquarters:

Khu Hop Thanh, phwong Yén Tik, tinh Quéang Ninh, Vié¢t Nam.
Hop Thanh Area, Yen Tu ward, Quang Ninh province, Viet Nam.

bia chi phong thi nghiém/Lab Location:

Khu Hgp Thanh, phwong Yén Ti, tinh Quang Ninh, Vi¢t Nam.
Hop Thanh Area, Yen Tu ward, Quang Ninh province, Viet Nam.

Sb dién thoai/Phone: 02033.668 355

Email: vanphongqnc@cement.com.vn
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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS
VACI VALAS 153
TT | Tén sin phim, vit | Tén phép thir cu thé/ Gi6i han dinh lugng | Phwong phip
liéu dwoc thir/ The name of specific | (néu c6)/ Pham vi do thik/
Materials or product tests Limit of quantitation Test method
tested (if any)/range of
measurement
8. Xéc dinh khéi luong (2,0 ~3,5) g/em? TCVN
riéng 13605:2023
Determination of ASTM C188-17
specific density EN 196-6:2018
9. D) héa cling s6m (30 ~ 95) % ATSM C451-21
Early stiffening
10. Xac dinh ham hueong 0,2~5)% TCVN 141:2023
SOs ASTM C114-23
Determination of Sulfur EN 196-2:2013
Trioxide content
i 1 Xac dinh ham luong mét (0,01 ~20) % TCVN 141:2023
khi nung ASTM C114-23
Determination of loss on EN 196-2:2013
ignition content
Clanhke,
12, . Xac dinh ham lugng cin (0,01 ~25) % TCVN 141:2023
Ximang Hidne i
. SRESEL ASTM C114-23
Clinker, s
Determination of EN 196-2:2013
Cement insoluble residue
content
13, Xac dinh ham luong (17 ~30)% TCVN 141:2023
Si02 (khong bao gbm ASTM C114-23
B i tal) EN 196-2:2013
Determination of Silicon
Dioxide content
(solvent SiO; not
included)
14. Xac dinh ham luong 2~15% TCVN 141:2023
ALO; ASTM C114-23
Determination of EN 196-2:2013
Aluminum Oxide content
15, Xac dinh ham luegong 2~8)% TCVN 141:2023
Fe;0s ASTM C114-23
Determination of Ferric EN 196-2:2013
Oxide content
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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS
VACI VALAS 153
TT | Tén séan phim, vit | Tén phép thir cu thé/ Gi6i han dinh hrgng | Phwong phip
liéu dwoe thir/ The name of specific | (néu c6)/ Pham vi do thi/
Materials or product tests Limit of quantitation Test method
tested (if any)/range of
measurement
16. Xac dinh ham lugng (30 ~70)% TCVN 141:2023
CaO ASTM C114-23
Determination of EN 196-2:2013
Calcium Oxide content
17. Xac dinh ham lugng (0,5~ 8) % TCVN 141:2023
MgO ASTM C114-23
Determination of EN 196-2:2013
Magnesium Oxide
content
18. Xac dinh ham lugng Cl1 - (0,01 ~2)% TCVN 141:2023
Determination of ASTM C114-23
Chloride content EN 196-2:2013
19. Xac dinh ham lugng 0,2~5) % TCVN 141:2023
CaO ty do ASTM C114-23
Determination of free EN 196-2:2013
Calcium oxide content
Mé rong nim 2025:
Linh vye: Héa hoc
Field of testing: Chemical Testing
. Gidéi han dinh
TT Tén sdn Tén phép thir cu the/ lwgng (néu co)/ | Phwong phip thi/
R Ag AR : .
phim, vit l o he name of specific tests Flhgn'yi G0 Test method
dwgc thir/ Limit of
Materials or quantitation (if
product tested any)/range of
measurement
Xdc dinh ham luong
Chromium (V1) hoa tan
1. Bimag! | s receaiaximing . EN 196-10:2016
Cement Determination of the water-
soluble Chromium (V1)
content of cement
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DANH MUC PHEP THU PUQC CONG NHAN
LIST OF ACCREDITED TESTS

o VALAS 153

Ghi chi / Note:

- ASTM: Tiéu chuin hiép hoi Thi nghiém va Vat li¢u Hoa ky / American society testing and materials
standard;

- EN: Uy ban Tiéu chuén hoa Chau Au/ European Committee for Standardization;

- TCVN: Tiéu chuén Viét Nam/ Vietnam standard.

* Trudmg hop Phong KCS cung cip dich vu thir nghiém chét lugng san pham hang hoéa thi Phong thi nghiém phai
dang ky hoat dong va dugc cAp gidy chimg nhan ding ky hoat dong theo quy dinh ctia phap luat truéc khi cung cép
dich vu nay/ In case of providing product quality testing services, KCS Department must register and be granted a
certificate of operation registration in accordance with the law before providing this service.
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